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FICHA TÉCNICA COMERCIAL      
 COMMERCIAL TECHNICAL DATA SHEET 

                             
      LUX 

 
Composición · Composition  
80% Poliamida · Polyamide 

20% Elastano · Elastane 
 

Peso · Weight (+/- 6%) 190 g/m2 
Ancho · Width (+/- 2%)    150 cm Plain / 145 Printed 

 
 

Estabilidad Dimensional (Lavado a 40o C) 
Dimensional Stability (Washing 40o C) 

 
Ancho · Width: Max-5%     Largo · Length: Max-5% 

 
 

Elasticidades (Dinamómetro) 
Strech to Dynamometer 

15 N (+/- 15%) 
 

Largo · Length: 110                Ancho · Width: 135 
 

  
  
  

 
Note · Notes : EUR1, TARIFF CODE: 60041000 
WE RECOMMEND TESTING EACH DYEBATH BEFORE ANY TREATMENT OR APPLICATION 
OTHER THAN CUTTING AND SEWING TO IMPROVE OUR PRODUCTS, WE RESERVE THE 
RIGHT TO MODIFY THESE, AS AND WHEN NECESSARY. THIS QUALITY CAN PRESENT MARK 
OF THE LOIN AND BARS. 
Anula y sustituye las anteriores a Enero 2023 Replaces the previous data sheet of January 2023 

 
	

2005AN0610 AITEX
Tested for harmful substances.

www.oeko-tex.com/standard100

            
 

 
        
 

                                                               Apr 2019 
 

 
 

FICHA TÉCNICA COMERCIAL                          COMMERCIAL TECHNICAL DATA 
 
 
ARTÍCULO · ARTICLE : 
 
Composición · Composition : 
 
 
 
 
 
Peso · Weight (+/- 6%) :                  Ancho · Width (+/-2%) : 
 
 
Estabilidad Dimensional  (Lavado a 40º C) Ancho · Width : 
Dimensional Stability (Washing 40º C)  Largo · Length: 
 
       
 
Elasticidades (Dinamómetro)  
Strech to Dynamometer  
15 N (+/-15%) 
                
         Largo · Length:    Ancho · Width : 
 
 
 
 
 
 
 
 
 
 
 
 
Note · Notes : ELASTANE(LYCRA®) 
WE RECOMMEND TESTING EACH DYEBATH BEFORE ANY TREATMENT OR APPLICATION OTHER THAN 
CUTTING AND SEWING TO IMPROVE OUR PRODUCTS, WE RESERVE THE RIGHT TO MODIFY THESE, 
AS AND WHEN NECESSARY. 
THIS QUALITY CAN PRESENT MARK OF THE LOIN AND BARS.  
 
Anula y sustituye las anteriores a Enero 2019/ Replaces the previous data sheet of January 2019  
 

            
 

POWER  

80% POLIAMIDA/POLYAMIDE 
20%  ELASTOMERO/ELASTANE 

190 g/m2 150 cm 

Max-5% 

110 145 

 
    
     

Max-5% 
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LUX (80%PA-10%EA, 150CMS, 190GR/M2) LUCIDO
COD C.C S.PA S.PES S.CO C.C S.PA S.PES S.CO C.C S.PA S.PES S.CO
03 5 5 4-5
04 5 5 4-5

2410 ESMERALDA 4-5 5 5 4-5 4-5 5 5 5 4 5 5 5
2425 4-5 3 5 4-5 4-5 5 5 5 4-5 5 5 5
2430 ZELLIGNE 4-5 3-4 4-5 5 4-5 4-5 5 5 4-5 5 5 5
2511 TOMATO 4-5 4-5 5 5 4-5 4-5 4-5 4-5 4-5 5 5 5
2512 KOMBU 4-5 3 4 4 4-5 5 5 5 4-5 5 5 5
2513 4-5 4-5 4-5 4-5 4-5 5 5 5 4-5 5 5 5
2514 4-5 4-5 4-5 5 4-5 5 5 5 4-5 5 5 5
2515 4-5 3-4 4-5 4-5 4-5 5 5 5 4-5 5 5 5
2516 4-5 4 4-5 4-5 4-5 5 5 5 4-5 5 5 5
2517 4-5 4 4-5 4-5 4-5 5 5 5 4-5 5 5 5
2518 4-5 5 5 5 4-5 5 5 5 4-5 5 5 5
2519 4-5 5 5 5 4-5 5 5 5 4-5 5 5 5
2520 4-5 4-5 4-5 5 4-5 5 5 5 4-5 5 5 5
2521 BLOSSOM 4-5 4-5 5 5 4-5 5 5 5 4-5 5 5 5
2522 4-5 5 5 5 4-5 5 5 5 4-5 5 5 5
2523 AZURE 4-5 5 5 5 4-5 5 5 5 4-5 5 5 5
2524 INCANDESCENT 4-5 3-4 4-5 4-5 4-5 4-5 5 5 4-5 4-5 5 5
2525 MOSTAZA 4-5 4-5 5 5 4-5 5 5 5 4-5 5 5 5
2526 4-5 5 5 5 4-5 5 5 5 4-5 5 5 5

                                     LIGHT           VALOR -  VALUE
1
2 DÉBIL- WEAK

3 MEDIA-MEDIUM

4 BUENA-GOOD  

5 VERY GOOD  

SAPHIR

TEST ISO105

5
4-5

SCRUB

AGAVE

POPPY 3-4 5

GRANA

NEGRO

ASH

2-3

INDIGO
CURCUMA
ALGAE

4-5

ANEMONA 2 5

5
5

E03

5
5 5

5

C.C.

5

5

E02

S.PA

2

3-4
4-5
3

2-3

3

5
4-5

5 5 3-4

5
5

5

C06 E01 E047

5

E04

S.PA

5
5
5

5

5

5

4

4

4

4-5
4

4

54-5
5

4-5

5

4-5

5

5

SHELL

NOMBRE NAME

OTROS TEST  
DÉBIL-WEAKK

ESCASA-LITTLESpa.: Staining on Polyamide
1
2

Manchado Sobre Poliamida: S.PA.

BLANCO

VALOR 
MUY DÉBIL-VERY WEAK

4-5

4-5
44-5

5 5

C.C.

3

5 5 4-5

THIS IS AN ORIENTATIVE INFORMATION AND FREE LIABILI TIES ENGAGE.

CETTE INFORMATION EST APPROXIMATIVE ET  A TITRE ORIENTATIF UNIQUEMENT.QUESTA INFORMAZIONE È APPROSSIMATA ED A TITOLO ORIENTATIVO UNICAMENTE.

DRY CLEAN

ESTA INFORMACIÓN ES APROXIMADA Y A TÍTULO ORIENTATIVO ÚNICAMENTE

Cambio de Colores:C.C.
C.C.: Colour Change BUENA-GOOD 5 BLEACH IRONING

ACEPTABLE-ACCEPTABLE 4
ACCEPTABLE3

DRYINGWASH

4-5

5

5
5

4-5

4-5
5

4-5
5 5

ETIQUETAJE UTILIZACIÓN - FABRIC CARE LABE L

B02

4-5

5

5

4-5

4

4-5

X012

S.PAS.PA

5
5

5

5

3-4

5

5

3 5 5 5

2

4-5

4-5 5 5 5 5 3-4

3-4 5 5 5 5 4-5
4-5 5 4-5 5 5 3-4

2 4-5 4 5 5 4-5

4-5 4-5 4 4-5 4-5 3-4
5 5 4-5 5 5 3-4


